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The inner bark of Douglas-fir was successively extracted with

ethanol-water (4:1 v/v), benzene-ethanol (2:1, v./iv), water, and 0.5%

aqueous ammonium oxalate solution. The residue was reacted with

acidified sodium chlorite, a commonly used reagent to separate

lignin from carbohydrates. In general the reaction dissolves the

lignin and leaves the carbohydrates as an insoluble "holocellulose"

residue. However, a considerable amount of carbohydrates are

often dissolved with the lignin. The primary objective of this work

was to determine what carbohydrates were solubilized and how much

was solubilized.

The solubilized materials were recovered as white solids by

lyophilization. The solids were high in ash content (13. 39%), but

dialysis and re-precipitation did not lower the ash value.



The solubilized materials did not contain sulfur, phosphorus

or halogens but did have some nitrogen (0.84%). The fraction was

acid hydrolyzed and paper chromatography of the hydrolyzate showed

ten amino acids.

The acid hydrolyzate also contained rhamnose, xylose,

arabinose, mannose, galactose and glucose as shown by paper

chromatography. The sugars were quantitatively analyzed by gas-

liquid chromatography of their alditol acetates. The monosaccharide

ratios were: glucose, 59.1; arabinose, 11.9; galactose, 3.9; man-

nose, 3.7; xylose, 1.0; rhamnose, 1.0. Rhamnose has not been

previously reported in Douglas-fir bark.

Infrared spectroscopy, a carbazole-sulfuric acid color test,

and paper chromatography showed the presence of uronic acids.

However, the amount of uronic acids appeared less than in the

starting material and it was concluded that the reaction did not

result in significant oxidation of the primary hydroxyl groups on the

polysaccharides to uronic acids.

The materials solubilized by the acidified sodium chlorite

delignification reaction were methylated to block all of the free

hydroxyl groups in the polysaccharides. The methylated material

was hydrolyzed and identification of the monomers is expected to

aid greatly in the elucidation of the polysaccharide structures.
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DOUGLAS-FIR BARK; CARBOHYDRATES SOLUBILIZED BY
THE ACIDIFIED SODIUM CHLORITE

DELIGNIFICATION REAC TION

I. INTRODUCTION

The chemical components which comprise the bark of Douglas-

fir [Pseudotsuga menziesii (Mirb. ) Franco] are not well understood.

Two to three million tons of the bark are generated each year from

forest commerce, but a relatively small portion of this natural raw

material finds commercial outlets. Most of the bark is wasted. It

is usually disposed of by burning which contributes to a general air

pollution problem. Before new and more valuable uses of bark can

be introduced, a better understanding of its chemical constituents

and physical properties are needed.

Carbohydrates are the primary chemical components in bark

and comprise 60-65% of Douglas-fir inner bark. However, little

attention has been devoted to understanding the chemical and physical

properties of these constituents. The carbohydrates of inner bark

are grossly fractionated by the acidified sodium chlorite reaction

commonly used to separate lignin material from carbohydrates.

The reaction degrades and solubilizes the lignin constituents and

leaves a carbohydrate fraction as an insoluble "holocellulose."

However, a considerable quantity of carbohydrate materials are

also solubilized. These materials are not well understood and little



or no effort has been made to recover them.

The work herein reported is a detailed chemical investigation

of the carbohydrates solubilized by the acidified sodium chlorite

delignification reaction. The study involves the use of modern

techniques of separation, purification, analyses and characteriza-

tion. The advent of these methods allowed a more comprehensive

and complete understanding of bark materials than was previously

possible.
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II. HISTORICAL REVIEW

The work herein reported is concerned with Douglas-fir inner

bark. This is a specific anatomical part of the bark and so a brief

description of bark anatomy is included for purposes of definition

For a detailed anatomical description of Douglas-fir bark,

reference is made to Grillos (17), Grillos and Smith (18), Chang (9),

and Ross and Krahmer (39). Briefly, however, bark can be consid-

ered to consist of inner bark and outer bark (Figure 1, page 4 ).

The inner bark (phloem cells) is the portion from the vascular

cambium to the cork cambium of the innermost cork layer. The

outer bark (rhytidome) is everything to the outside of the innermost

cork cambium (Figure 1, page 4).

The inner bark comes from the vascular cambium, that layer

of living cells between the wood and bark which divide to form wood

to the inside and bark to the outside. The inner bark is composed

mainly of sieve cells, axial and ray parenchyma, and sclereids.

Much of the inner bark is living in the living tree because many of

the parenchyma and sieve cells remain alive as long as they are

components of the inner bark.

Douglas-fir sclereids are short, sharply pointed, spindle-

shaped fibers of a red brown color. They are often referred to as

bast fibers. They are lignified cells and develop from axial

3
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Figure 1, Anatomy of Douglas-fir bark.
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parenchyma cells some distance from the vascular cambium. In

becoming sclereids, axial parenchyma cells approximately 0.1 to

0.5 mm in length elongate to 1 to 2 mm by apical intrusive growth,

and form thick walls. The sclereids are commonly straight and

somewhate cigar-shaped. Kiefer and Kurth (25) and Ross and

Krahmer (39) describe and illustrate the general appearance and

position of the sclereids in Douglas-fir bark.

The outer bark of Douglas-fir consists of layers of cork in

which growth layers are usually visible, as shown by Ross and

Krahmer (39). Interspersed among the corky layers are areas of

phloem tissue that contain the sclereids and other cell types found

in the inner bark (Figure 1, page 4). The cork layers form from

the cork cambium (Figure 1, page 4), which are living cells that

were once living parenchyma cells of the inner bark. New cork

cambia form in the inner bark and cut away part of the inner bark,

which now becomes part of the outer bark. The cork cambium

produces cork cells to the outside and a few storage cells to the

inside. Cork cells have thin cellulose walls which are coated with

suberin. Suberin is believed to consist largely of esters of hydroxy

fatty acids (23, p. 633). The cork layers may also contain tannin

and starch. All cells outside the innermost cork cells are dead

because no food supply can pass through this layer of cork cells.

This then results in an outer bark composed of cork cells and dead

5
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phloem cells, which were once inner bark.

The studies on the anatomy of bark have shown it to be a com-

plex physical material. The chemical composition of bark is equally

complex. It is known, however, that the major constituents of bark

are the carbohydrates, just as they are the major constituents in

wood (28). However, little attention has been devoted to the carbo-

hydrates present in the bark of trees. In contrast, the carbohydrates

in the wood of trees have been extensively studied. Polysaccharides

such as pectinic acids, galacturonogalactans, arabinogalactans,

4 -0 -methylglucuronoxylans, arabino -4 -0 -methylglucuronoxylans,

glucomannans, galactoglucomannans, and cellulose have been isolated

from the wood of numerous species of both gymnosperms and arbor-

escent angiosperms and their chemical structures elucidated (55,

p. 459; 3, 50, 19).

One reason for this has undoubtedly been the greater economic

importance of wood as compared with bark. Another is probably to

be found in the occurrence in bark of non-carbohydrate constituents

such as suberin, tannins, phlobaphenes, and various phenolic com-

pounds, all of which make the isolation of polysaccharides from bark

difficult. Wood contains none or few of these components.

It has long been known that bark contains carbohydrates. Segall

and Purves (43) reviewed the early literature to the extent of com-

paring the chemical composition of bark extractives as related to
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species and age of the tree. Kurth (28) described the early work on

bark in considerable detail. He reported that the barks studied con-

tained hemicelluloses and celluloses and that the sugars associated

with the h.emicelluloses were glucose, galactose, m.annose, arabinose,

and xylose. Kiefer and Kurth (25) isolated a holocellulose fraction

from the bast fibers, or sclereids, of Douglas-fir bark. Paper

chromatographs of an acid hydrolyzate of the holocellulose showed

the presence of glucose, galactose, mannose and xylose. The lim-

ited techniques of paper chromatography at that time did not resolve

mannose and arabinose. Their fermentation procedures for quanti-

tative analyses indicated an apparent absence of arabinose in Douglas-

fir bark.

Painter and Purves (36) reported the first systematic attempt

to classify the polysaccharides present in bark and to compare them

with those in the wood of the same tree. They isolated at least six

different carbohydrate fractions from the inner bark of white spruce

and concluded that the bark contained (i) starch, mainly in the form

of granules, (ii) much pectin material, consisting of pectinic acid,

galactan, and arabinan, and (iii) hemicr-llulosic material, consisting

of xylan and mannan components similar to those of wood.

Mian and Time11 (33) studied the polysaccharides in white

birch. They found that the bark contained a pectinic acid, an acidic

xylan, and cellulose in addition to several other polysaccharides.



The carbohydrate composition of the original bark (Table 1, page 9)

agreed closely with previously reported values for white birch bark

(11).

In a separate study of the carbohydrates present in the phloem

(inner bark) of white birch (Betula papyrifera Marsh. ), Mian and

Timell (51) succeeded in isolating several polysaccharides in high

yields. However, the extraction gave evidence that only a few of

the polysaccharides were obtained in a state pure enough to warrant

further structural investigations. Hydrolysis of these polysacchar-

ides yielded galacturonic acid, galactose, and arabinose in a ratio

of 66:7:27 and also traces of glucose, xylose, and rha-mnose units.

Timell (47) studied in detail the polysaccharides occurring

in the bark of several gymnosperms each representing a different

genus. After exhaustive extraction with ethanol-benzene, the prod-

ucts were analyzed by standard methods (46). The results are

presented in Table 2, page 10. It should be noted that the procedure

used for determination of the "lignin" content included not only the

true lignin, known to be present in bark, but also most of the other

non-carbohydrate components, such as tannins and phlobaphenes.

The bark holocelluloses were prepared by the extraction sequence,

hot water (51, 33), 0.5% aqueous ammonium oxalate, and acidified

sodium chlorite (14). The holocelluloses were re-extracted with hot

water, 0. 5% ammonium oxalate, followed by 24% aqueous potassium

8



Table 1. Carbohydrate composition of bark and bark fractions. a

a In percent of total reducing sugar content of each fraction.

In addition to 13% of 4-0-rnethyiglucuronic acid.

Component
Galacturonic

Acid Galactose Glucose Mannose Arabinose Xylose

Original bark 4 2 51 trace 5 38

Water extract 5 8 25 16 11 35

Pectin material 90 trace nil nil 10 nil

Glucuronoxylan trace nil trace nil nil 87b

Alkali-borate extract 26 13 16 nil 45 nil

Residue (cellulose) nil nil 100 nil nil trace



Table 2. Chemical composition of barks.

aAll values in percent of extractive-free bark.

Fir: Amabilis fir (Abies amabilis Forb. )

Spruce: Engelmann spruce (Picea engelmanni Parry)

Pine: Lodgepole pine (Pinus_ contorta Dougl. )

Ginkgo: (Ginkgo biloba L. )

Timell, reference 47.

Component Fir Spruce

Pine Ginkgo

Inner Outer Inner Outer

(Summative Data)

Lignin 38.1 39.4 24,6 46.9 7.5 45.6

Ash 2.1 4.0 3.3 2,2 24.4 10.1

Acetyl 0.8 0.5 0.2 0.8 0.2 0.3

Uronic anhydride 5. 6 8. 0 9. 9 7. 7 11. 5 9.4

Residues of:

Galactose 1.6 2.4 4.3 4.2 4.5 1.7

Glucose 37.4 35.7 40.9 26,8 38,3 23.8

Mannose 8.0 2.9 2.5 2.5 3.4 2.1

Arabinose 3.2 3.3 10.6 5.5 6.2 3.5

Xylose 3.2 3.8 3.7 3.4 4.0 3.5

(Other Data)

Pentosan 9.2 11.3 19.3 13,0 11,6 8.9

Material Soluble

in Cold Water 4.8 9,0 13.7 5.4 19,5 8.7

Material Soluble

in Hot Water 8.4 20.3 22.7 12.7 21.1 14.0

Material Soluble

in 1% Sodium

Hydroxide 35.4 51.6 47.0 56.5

10
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hydroxide, and finally with 17.5% sodium hydroxide containing 4%

borate (24). The yields of these separations are summarized in

Table 3.

Table 3. Yieldsa obtained on extraction of barks.

aAll values in percent of extractive-free bark.

Time11 (47) reported that the earlier difficulties in obtaining

homogeneous polysaccharides from barks were probably due to the

use of unsuitable extraction media. The major reason, however,

appears to have resided in the fact that non-carbohydrate constitu-

ents often were not completely eliminated before a fractional extrac-

tion of the polysaccharides was attempted. The non-carbohydrate

components in barks are largely aromatic in nature and therefore

are chemically related to lignin. Meier (32) showed that even small

amounts of residual lignin in a mixture of hemicelluloses is capable

of impeding fractionation to an astonishing degree. Therefore, com-

plete delignification of the bark is essential to the study of bark

carbohydrates.

11

Component Fir Spruce Pins Ginkgo

Holocellulose 57.9 58.2 63.8 56.5

Water extract 2.1 2.6 4.3 0.7
Ammonium oxalate extract 7.0 11.2 11.9 12.5

Potassium hydroxide extract 7.4 9.4 14.2 3.8
Sodium hydroxide-borate extract 3.3 4.1 3.0 1.9

Residue 38.1 30.9 30.4 37.6
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Numerous methods have been described for the delignification

of plant materials with the aim of minimum alteration of the carbo-

hydrates present. They can all be considered modifications of one

of three principal procedures. The first was that of Ritter and Kurth

(29, 38) who subjected wood to repeated chlorinations and subsequent

extractions with a solution of pyridine in alcohol. The second method

involved the in situ generation of chlorine dioxide by use of an aqueous

solution of acetic acid and sodium chlorite (21). This in itself was

a modification of the work of Schmidt and Graumann (42) who delig-

nified wood with gaseous chlorine dioxide. However, chlorine dioxide

is very hazardous and the in situ generation was a great improvement.

The technique was further developed by Wise, Murphy and DIAddieco

(56) and again modified by Whistler, Bachrach and Bowman (54).

This is the procedure most often used today (55, p. 449).

The third procedure used for the preparation of wood holocellu-

loses involves peracetic acid oxidation followed by mild sodium boro-

hydride reduction (31). Although this has been claimed to give a

superior holocellulose it has not been generally applied.

The delignification reaction used in the present work was the

acidified sodium chlorite method. It has advantages over the chlor-

ination method of Ritter and Kurth (29, 38) because it bypasses the

toxic gas chlorine and yields a better holocellulose. The peracetic

acid method of Leopold (31) makes use of an uncommon reagent,
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peracetic acid. The Leopold procedure also requires a reduction

step with sodium borohydride which has not been studied well enough

to be well evaluated.

The acidified sodium chlorite reaction is the one most com-

monly used to delignify wood and bark on a laboratory scale. The

chemicals used are common reagents present in most laboratories

and the reaction is very easy to run with no unusual precautions to

be taken except that it should be performed in a good fume hood.

The holocellulose material remaining after complete delignifi-

cation should, in theory, comprise the entire cellulose and hemi-

cellulose portions of the wood. In practice, this goal is never

reached and often not even approached (48). Time11 (48) points out

the considerable amount of work done on the degradation of the

insoluble holocellulose remaining but little has actually been done

of the carbohydrate components solubilized during the delignification

reaction (21).

However, Bublitz (7) and Jayme and Hanke (21) isolated carbo-

hydrate material from chlorite liquors and Thomas (45) observed

polyuronide material in the wash waters from a chlorination method.

The results of these workers showed the error in the previously held

concept that the sodium chlorite delignification of wood resulted in

complete recovery of the carbohydrates as an insoluble "holocellu-

lose." The reaction did solubilize carbohydrates. Bublitz (7, 8)
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isolated an ethanol insoluble carbohydrate fraction from the liquor

following delignification of spruce wood with acidified sodium chlorite.

The carbohydrate fraction was composed of mannose, galactose,

arabinose, xylose and uronic acids. Later Browning and Bublitz (6)

reported that the apparent increase in uronic acid content which

occurred in the course of delignification may be caused not by

oxidation of the carbohydrates but by oxidized lignin products.

Some of the reactions known to occur when carbohydrates are

treated with a chlorine dioxide medium are outlined by Becker,

Hamilton and Lucke (4) and by Theander (44). Two principal types

of oxidation are known: oxidation of glycosidic functions, either

directly or following hydrolysis; and oxidation of the 2,3-glycol

function to ketone groups with final ring opening to dicarboxylic units.

A simplified scheme indicating possible pathways of chlorine dioxide

oxidation of cellulose analogs is shown in Figure 2, page 15. How-

ever, little or no work of very recent date is recorded and none on

polysaccharides. One of the objectives of this work was to deter-

mine some of the effects on the solubilized carbohydrate molecules.

The chemical behavior of sodium chlorite and chlorine dioxide

on lignin model compounds (vanillin, vanillyl alcohol, a-methyl-

vanillyl alcohol and syringyl alcohol) has been elucidated in a

series of investigations by Sarkanen and his co-workers (10, p.

468; 13, 14, 40, 41). This showed that during the oxidation,
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Figure Z. Simplified scheme indicating possible pathways of
chlorine dioxide oxidation of cellulose analogs.
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substituted E-benzoquinones are formed. They also reported that

some of the aromatic rings, particularly the guaiacyl nuclei, suffer

oxidative cleavage between the methoxyl and hydroxyl groups resulting

in the formation of derivatives of muconic acid monomethyl esters.

These reactions are illustrated in Figure 3, page 17.

The recent advances in chromatographic separations coupled

with the physical techniques now available to characterize materials,

allows for a thorough study of bark carbohydrates. It is possible to

determine the amount of carbohydrates solubilized by the delignifica-

tion reaction and to ascertain if the reaction resulted in significant

alteration of the molecules. The experimental work reported here

represents an effort to clarify many of these questions.
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III. EXPERIMENTAL

A. Collection of Bark Samples

On May 22, 1969, the outer bark was chipped from a standing

Douglas-fir at Blackrock, Oregon. The inner bark plus cambium

were then carefully stripped from the tree and immediately brought

to the laboratory where the cambium layer was removed. The

cambium-free inner bark (moisture content 44.9%, hot air oven at

1100 ) was immersed in 95% ethanol. Water was later added to adjust

the solution to ethanol-water (4:1 v/v) with calculations for the mois-

ture content.

The tree was later cut and by count of the annual rings was 130

years old.

B. Sample Preparation and Solvent Extraction

The inner bark, after standing in the ethanol-water (4:1 v/v)

for 3 days, was recovered by decantation and air-dried. It was

ground in a Wiley Mill and fractionated according to particle size

by screening (The W. S. Tyler Company, Cleveland, Ohio). The

fractions were recombined in the following amounts: material passed

through a 60 mesh and retained on a 100 mesh screen, 1612.82 g;

material passed through a 100 mesh and retained on a 150 mesh

screen, 238.30 g. This provided a representative sample.

18
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The bark sample (1632.32 g dry weight) was successively ex-

tracted with benzene-ethanol (2:1 v/v), hot water, and 0. 5% ammonium

oxalate as shown in Chart 1 (page 20). The residue from the ammon-

ium oxalate extraction was washed well with water and lyophilized to

yield a brown powder.

C. Acidified Sodium Chlorite Delignification (47, 54, 56)

An amount (1310.5 g. dry weight basis) of the above residue

from the ammonium oxalate extraction was divided into six batches.

Each batch was stirred into 3.0 liters of distilled water at 7 5-80°

and the temperature was maintained throughout the reaction. A

steady stream of nitrogen was bubbled through the mixture to assist

in stirring and to prevent the accumulation of gases. Glacial acetic

acid (20.0 ml) was added, followed by sodium chlorite (60.0 g).

Fresh glacial acetic acid and sodium chlorite were added two more

times at one hour intervals. At the end of four hours the yellow

solids were recovered by filtration using a Bachner funnel. The

filtrate was dialyzed for one week against running tap water and

lyophilized to yield a white powder; weight 874.9 g. These mater-

ials which were solubilized by the acidified sodium chlorite delignifi-

cation reaction were labeled Fraction A (Chart 1, page 20).
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Chart 1. Isolation of the materials solubilized by the acidi fied sodium chlorite
delignification reaction.
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D. Characterization of the Carbohydrates Solubilized by the
Acidified Sodium Chlorite Delignification Reaction

1. Ash Determination

The inorganic ash in Fraction A was determined by a modifica-

tion of the procedure of Paech and Tracey (35).

Six samples of Fraction A (0.170 g to 0.180 g. dry weight) were

weighed into silica dishes. The samples were saturated with concen-

trated sulfuric acid (0.2 ml). The mixtures were stirred thoroughly

with glass rods and set aside for 1 1/2 hour. They were placed in

a muffle furnace and heated gently (200° ) until charring occurred.

The temperature was increased to 3000 to drive off the sulfuric

acid (about 30 min). The temperature was increased to 500° and

heating continued until ashing was complete (about 5 hours). The

ashed samples were placed in a dessicator to cool and were weighed

after 20 min. The ash content was 13.39±1.57%.

2. Dialysis and Precipitation with Ethanol

In an attempt to separate and purify the carbohydrates in

Fraction A, it was dialyzed and re-precipitated (58).

An aliquot (22.2 g, dry weight) of Fraction A was dissolved in

distilled water (500 ml) and dialyzed against distilled water. The

water was changed each day for four days, concentrated to about
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200 ml under reduced pressure on a rotary evaporator and lyophilized

to yield a brown solid; weight 5.6 g or 22.4% of the starting material.

An aliquot of the fraction was subjected to paper chromatography,

under conditions to be described in detail later.

The solution in the dialysis bag was concentrated under reduced

pressure on a rotary evaporator to a volume of 400 ml. The concen-

trate was added, with stirring, into 1200 ml of 95% ethanol to provide

a 70-71% ethanol concentration resulting in the formation of a floccu-

lent white precipitate. The mixture was allowed to stand at room

temperature for several hours and then centrifuged. The decantate

was concentrated and lyophilized to yield a fluffy white powder;

weight 7.4 g or 33.3% of the starting material.

The white residue was lyophilized to yield a fluffy white powder;

weight 7.7 g or 34.7% of the starting material; ash content 11.88 ±

2.83%.

Dialysis and precipitation did not lower the ash content of the

original Fraction A beyond the degree of error of the ash determina-

tions, and so all further work was done on the original Fraction A.

3. Elemental Analysis for Nitrogen, Sulfur,
Phosphorus and the Halogens

The procedures used are slight modifications of the Lassaigneis

sodium fusion method (53,p. 1039). A small glass test-tube was supported
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in a clamp and a small cube of sodium metal was added. The tube was

gently heated in a flame until the sodium melted and the vapors rose

1-2 cm up the walls of the tube. A small amount of Fraction A was

added directly onto the molten sodium. The tube was strongly heated

over an open flame until the entire end was red hot. The heating

was continued for one or two minutes and the tube was then plunged

into an evaporating dish containing about 10 ml of distilled water

so that the hot tube shattered. The mixture was heated to boiling,

the insolubles removed by filtration, and the filtrate recovered for

elemental analysis.

An aliquot (2-3 ml) of the filtrate was added to a test-tube

containing about 0.1 g of powdered ferrous sulfate. The mixture

was gently heated with shaking until it boiled. Without cooling,

sufficient dilute sulfuric acid was added to dissolve the iron hydrox-

ide and give the solution an acid reaction. A precipitate of Prussian

blue formed, indicating the presence of nitrogen.

A small aliquot (15.0 mg dry weight) of Fraction A was quanti-

tatively analyzed (Pascher and Pascher, 53 Bonn, Buschstrasse 54,

West German); nitrogen content, 0.84%.

A second aliquot (2.0 ml) of the filtrate from the sodium fusion

reaction was acidified with dilute acetic acid and a few drops of

lead acetate was added. No reaction resulted, indicating that no

sulfur was present.
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A third aliquot (1.0 ml) of the filtrate from the sodium fusion

reaction was acidified with 3.0 ml of concentrated nitric acid and

boiled for one minute. The solution was cooled and an equal volume

of ammonium molybdate reagent was added. The solution was warmed

to 40-50° and allowed to stand but no yellow precipitate formed,

indicating that no phosphorus was present.

A fourth aliquot (2.0 ml) of the filtrate from the sodium fusion

reaction was acidified with dilute sulfuric acid and boiled gently until

it had been reduced to about 1 ml to remove any hydrogen cyanide

which might be present. A few drops of aqueous silver nitrate was

added. No precipitate formed, indicating that no halogens were

present.

4. Strong Acid Hydrolysis

An aliquot (177.6 mg dry weight) of Fraction A was dissolved

in 77% sulfuric acid (3.00 g) and allowed to stand for 30 minutes at

room temperature. Water (56.29 g) was slowly added with stirring

to provide a 3. 9% sulfuric acid solution. The solution was refluxed

for 5 hr., cooled to room temperature, and neutralized to pH 5.0 by

titration with a saturated aqueousl barium hydroxide solution. The

resulting precipitate of barium sulfate was removed by centrifuge

and washed well with water. The decantate plus washings were con-

centrated on a rotary evaporator to 50 ml.



Mild Acid Hydrolysis

A part (177.6 mg dry weight) of Fraction A was dissolved in

3% sulfuric acid (50 ml) and the solution was refluxed 5 hr. After

cooling to room temperature the solution was titrated to pH 5.0, with

a saturated solution of aqueous barium hydroxide. The resulting pre-

cipitate of barium sulfate was removed by centrifuge and washed

well with water. The decantate plus washings were concentrated

to 25 ml on a rotary evaporator.

Qualitative Amino Acid Analysis
by Paper Chromatography

The hydrolyzates from the strong acid treatment and the mild

acid treatment were subjected to two dimensional paper chromatog-

raphy (Whatman No. 1 paper) using water-saturated phenol (beakers

of 0.3% ammonium hydroxide were placed in the bottom of the devel-

oping tank) as developer in one direction and n-butanol-formic

acid-water (20:6:5 v/v/v) as developer in the second direction.

After air-drying, the papers were sprayed with ninhydrin spray

reagent (0.02% ninhydrin in n-butanol) and heated at 100±5° in an

oven for 5 minutes (12, pp. 93-96).
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Qualitative Carbohydrate Analysis
by Paper Chromatography

The hydrolyzates from the strong acid hydrolysis and the mild

acid hydrolysis were subjected to paper chromatography using ethyl

acetate-pyridine-water (8:2:1 v/v/v) as developer. The solvent was

allowed to migrate almost to the bottom of the papers at which time

they were removed from the tank and air-dried. The papers were

returned to the tank and developed as before (repeated 3 times).

The paper chromatograms were sprayed with o-arninodiphenyl reagent

(0.4 g o-aminodiphenyl dissolved in a solution prepared from 100 ml

glacial acetic acid and 20 ml distilled water) and heated at 100+2°

in an oven for 5 min (49).

Quantitative Carbohydrate Analysis
by Gas-Liquid

The gas-chromatograph used was a Hewlett-Packard 5751B

Research Chromatograph (Hewlett-Packard Company, Palo Alto,

California) equipped with dual flame ionization detectors. The condi-

tions were: column, 6. 5% ECNSS-M on Gas Chrom Q 100/120 mesh,

6 ft. x1/8 in. O. D. stainless steel; injection port 200°; detector 230°;

column temp. 180° isothermal; helium flow 30 ml/min; range setting

102, attenuation setting 16.

Fraction A was hydrolyzed and the derivatives prepared for
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injection into the gas chromatograph as follows. A portion of Frac-

tion A (0.27219g,dry weight) was dissolved in 3% sulfuric acid (80 ml)

and refluxed for 5 hours. After cooling, authentic myo-inositol

(0.1004 g) was added. The solution was neutralized to pH 5.0 with

a saturated aqueous solution of barium hydroxide. The resultant

precipitate of barium sulfate was removed by centrifuge and the

decantate plus washings were concentrated to about 25 ml and trans-

ferred to a 100 ml round-bottomed flask. Sodium borohydride (0.08

g) was added to the flask and allowed to react for 2 hr. at room tem-

perature (1).

The excess sodium borohydride was decomposed by adding

acetic acid until gas evolution ceased. The solution was concentrated

to a sirup on a rotatory evaporator and methanol (10 ml) was added

and re-evaporated. The addition and removal of methanol was

repeated five times (2). The resulting sirup was dried in an oven

at 105° for 15 min to ensure complete removal of water.

Acetic anhydride (7.5 ml) and concentrated sulfuric acid (0.5

ml) were added to the sirup and the solution was heated for 1 hour

at 50-60° in a water bath. After cooling for 5 min the acetylation

mixture was poured slowly with stirring into about 70 ml of ice-

water. The mixture was transferred to a separatory funnel and the

alditol acetates were extracted with three successive amounts of

methylene chloride (25 ml, 15 ml, and 10 m1). The methylene



chloride extract was concentrated to dryness on a rotary evaporator

at 750. Water (1 ml) was added to the residue and re-evaporated.

The alditol acetates were dissolved in 2 ml of methylene chloride

and about 1.0 41 of the solution was injected into the gas chromato-

graph for quantitative analysis (5).

The areas under the peaks in the resulting spectrum were

measured with a planimeter.

Qualitative Uronic Acid Analysis
by Infrared Spectroscopy

A sample (0.5 mg) of dried Fraction A was carefully ground

with potassium bromide (200 mg) and pressed into a pellet. A

spectrum was taken of the pellet over the range of 4000 to 300 cm-1

(Beckman IR-20A). The residue from the 0.5% ammonium oxalate

extraction (Chart 1, page 20) was also analyzed by infrared spec-

troscopy.

An infrared spectrum of Fraction A was also obtained in a

Nujol mull prepared by grinding it to a thick paste in Nujol oil

(paraffin oil (26, 52).

Qualitative Uronic Acid Analysis by Color Reactions

Concentrated sulfuric acid (6.0 ml) was added slowly to an

aqueous solution (1.0 ml) of the 3% sulfuric acid hydrolyzate of
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Fraction A and cooled under tap water. The reaction mixture was

heated for 20 min in a boiling water bath and cooled. An aliquot

(0.2 ml) of a 0.1% ethanolic solution of carbazole was added and the

test sample allowed to stand for 2 hours at room temperature. The

development of a purple color indicated that Fraction A contained a

uronic acid. The solution was scanned in the ultraviolet range and

showed maximum absorption at 535 nm indicating the presence of a

uronic acid (15, p. 497).

An aliquot (177.6 g dry weight) of Fraction A was dissolved

in 3% sulfuric acid (50 ml) and the solution was refluxed for 5 hr.

The hydrolyzate was neutralized by passage through a column of

Amberlite IRA-400 anion exchange resin in the -OH form. An

amount (1.0 ml) of the neutralized solution was tested for uronic

acids by the carbazole-sulfuric acid test described above. The

results were positive.

A small aliquot of the 0.5% ammonium oxalate residue (Chart

1, page 20) was also tested with carbazole-sulfuric acid. The results

showed a strong positive test. Color tests were also run on authentic

galacturonic acid (positive test), oxalic acid and benzoic acid (nega-

tive tests).



11. Qualitative Uronic Acid Analysis by Paper Chromatography

The hydrolyzate prepared from the mild acid hydrolysis of

Fraction A was subjected to paper chromatography. Whatrnan No. 1

filter paper was employed in conjunction with the following solvent

systems:

water saturated n,butanol-absolute ethanol-water (10:9:1 v/v/v)

water saturated n-butanol-acetone-water (4:5:1 v/v/v)

ethyl acetate-pyridine-water (8:2:1 v/v/v)

Authentic galacturonic acid was chromatographed simultane-

ously with the unknown hydrolyzate.

For the first two solvent systems, the papers were first impreg-

nated with a phosphate buffer solution prepared by titrating a 0.01 M

solution of disodium hydrogen phosphate to pH 5.0 with a 0.1 M solu-

tion of phosphoric acid (22).

The chromatograms developed with solvent three were alter-

nately irrigated and air-dried for a total of 6 times. They were thus

in the solvent atmosphere for a total of about 30 hr.

After development, the paper chromatograms prepared from

the first two solvent systems were sprayed with aniline hydrogen

phthalate reagent (1.66 g of phthalic acid dissolved in 100 ml of

water-saturated n-butanol containing 0.93 g of freshly distilled

aniline (37). The chromatograms prepared from the third solvent
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system were sprayed with the o-arninodiphenyl reagent. After

spraying, all chromatograms were heated in an oven at 100±2° for

5 min.

12. Preparation of Methyl Ethers

An aliquot of Fraction A (1.461 g dry weight) was dissolved in

18% aqueous sodium hydroxide at 00 with stirring followed by the

addition of 6.0 g of sodium hydroxide pellets. Sodium hydroxide

(100 ml, 30%) and dimethyl sulfate (50 ml) were added simultaneously

over a period of 3 hours while maintaining the temperature at 0° .

Acetone (150 ml) was added to prevent foaming and the mixture was

stirred for an additional 45 hr at room temperature. The solution

was cooled to 00 , neutralized with 10% sulfuric acid, dialyzed

against water (3 days), concentrated under reduced pressure (200

ml), lyophilized, and the entire methylation sequence repeated (57).

The product was further methylated by the method of Falconer

and Adams (16) by solution in 150 ml of tetrahydrofuran followed by

treatment over a period of 60 hours with seven 10 g portions of

crushed sodium hydroxide, each followed by a 12 ml portion of

dimethyl sulfate. The solution was stirred vigorously and additional

solvent was added as needed to maintain fluidity. The product was

recovered as described above for the first methylation, and the

concentrated dialyzate (600 ml) was extracted with three 300 ml
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portions of chloroform. The chloroform layer was concentrated

under reduced pressure, yielding a light brown solid which was dis-

solved in acetone and filtered. The concentrated filtrate (50 ml) was

poured into petroleum ether (b.p. 30-60° , 200 ml) and the white

precipitate which formed was recovered by centrifuge (after the

mixture was refrigerated for 6 days) and lyophilized, affording a

white, fluffy powder; yield 80 mg.

13. Acid Hydrolysis of the Methyl Ethers

An aliquot (40 mg) of the methylated Fraction A prepared above

was hydrolyzed for 3 hr at 97° with 88% formic acid (10 ml). The

formic acid was removed by evaporation under reduced pressure

followed by the addition and removal of water, then hydrolyzed with

0.5 N sulfuric acid (5 ml for 2.5 hr at 97° ). Upon cooling the solu-

tion was neutralized with water-saturated barium hydroxide and the

solids were removed by centrifugation. The decantate was concen-

trated to about 2 ml of sirup. The sirup was chromatographed on

paper using the developer ethyl acetate-pyridine-water (8:2:1 v/v/v)

(57).



IV. RESULTS AND DISCUSSION

Collection of Bark Samples

A sample of inner bark free from outer bark and cambium was

desired because it provided a relatively homogeneous starting mater-

ial. Outer bark contains considerable cork material which would

interfere with experimental studies of carbohydrates. The cambium

layer contains proteins as well as carbohydrates and the two are best

separated at the outset.

In the spring of the year from April through June, the outer

bark of Douglas-fir is easily separated from the inner bark by simply

chipping it off. The inner bark for the present work was taken from

a standing tree to reduce contamination from other sources. The

cambium layer was then carefully separated from the inner bark and

a relatively homogeneous sample resulted.

Sample Preparation and Solvent Extraction

It was desirable, before proceeding with polysaccharide separa-

tion, to remove as much as possible of the low-molecular weight

material (simple sugars, organic acids, lipids, waxes, etc. ) present

in the bark. Some of these materials are readily oxidized and would

interfere with the delignification reaction.

33



34

None of the extraction procedures shown in Chart 1 (page 20)

accomplished a clear-cut separation of one type of material from

another, but in general each step in the sequence performed a definite

function. The ethanol-water (4:1 v/v) extraction served two purposes.

It prevented possible enzyme action which might change the natural

materials from their native state, and it also solubilized the simple

sugars which could be identified to provide a more detailed investi-

gation of the total carbohydrate function in the bark. The benzene-

ethanol (2:1 v/v) azeotrope removed lipids and waxes (27) which

would interfere with later reactions.

Having de-fatted the bark it was possible to carry out a water

extraction and remove water-soluble polysaccharides, proteins and

some pectins. However, not all of the pectic material of plants is

extractable with water. The insoluble part, protopectin (calcium

pectate) was removed by extraction with a 0.5% ammonium oxalate

solution. Presumably a cation exchange occurred in which insoluble

calcium oxalate was formed along with soluble ammonium pectate.

The latter was extracted with the filtrate.

C. Acidified Sodium Chlorite Delignification

Through all of the extractions the bark retained its character-

istic brown color. However, the strong oxidizing conditions of

the acidified sodium chlorite reaction bleached the reaction mixture
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to a pale yellow color. Fumes of yellow gases, undoubtedly chlorine

and chlorine dioxide, were visible in the reaction vessel above the

mixture. These gases emphasize the necessity of performing the

delignification reaction in a fume hood and of bubbling nitrogen through

the reaction to sweep away these toxic materials. Fresh sodium

chlorite was added to the reaction at one hour intervals rather than

all of it at the beginning to prevent an excess of gas formation and to

give the reaction time to proceed.

The residue from the delignification, termed "holocellulose"

(Chart 1, page 20), was pale yellow in color.

The filtrate was yellowish in color and was dialyzed to remove

low-molecular weight impurities and the inorganic salts and ions

which resulted from the reaction of the sodium chlorite. The solution

which remained in the dialysis bag after several days was almost

colorless and the solids which were recovered by lyophilization were

white. These materials solubilized by the acidified sodium chlorite

delignification reaction were called fraction A (Chart 1, page 20)

for convenience of reporting.

D. Characterization of the Carbohydrates Solubilized by the
Acidified Sodium Chlorite Delignification Reaction

The delignification reaction has been developed to solubilize the

non-carbohydrate components of plants. Thus the insoluble residue

(holocellulose) remaining is relatively pure carbohydrate material.
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However, the reaction does dissolve some carbohydrates and it is

these materials that are the subject of this study.

The solubilized solids of the present investigation (Fraction A,

Chart 1, page 20) represented a complex mixture of carbohydrates,

lignin-like compounds, tannins, proteins, and so forth. Therefore,

as described below, a variety of approaches were used to character-

ize the carbohydrates in the mixture.

Ash Determination

The ash content of Fraction A was 13.39±1.57%, as sulfate.

Although a considerable amount of inorganic sodium chlorite had been

added to the delignification reaction, this was a high ash content

considering that the fraction had been dialyzed. Although it would

be of interest to know what elements were present in the ash, no

effort was made to determine them in the present work.

Dialysis and Precipitation with Ethanol

In an effort to lower the ash content and remove more of the

low-molecular weight materials, the acidified sodium chlorite soluble

materials (Fraction A, page 20) were again dialyzed. More than

22.4% of Fraction Apassed through the dialysis membrane. Paper

chromatography of the dialyzate showed a relatively large spot for

glucose, indicating that carbohydrate substances, probably
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monosaccharides and short chain oligosaccharides, had passed through

the dialysis membrane.

The solution retained in the dialysis bag was made to 70%

ethanol, a method often employed for the purification of polysacchar-

ides (55, p. 449), and resulted in the precipitation of a white, floccu-

lent material.

However, the sulfated ash content of the precipitate was

11.882.83% indicating that dialysis and precipitation did not lower

the ash content of the original Fraction A below the experimental

error of the ash determination. A very high ash content for samples

prepared in a similar manner was reported by Bublitz (7, page 52).

He electrodialyzed sodium chlorite liquor from the delignification

of spruce wood, and even after ethanol precipitation he found ash

contents as high as 13.7%. The inorganic materials were either

chemically attached to the polysaccharides, possibly as salts, or

were physically wrapped in the polysaccharides so that diffusion

through the dialysis bag was restricted.

Because of the fact that carbohydrates which might be important

to the present investigation passed through the dialysis bag and might

be lost, and that dialysis and precipitation did nothing to lower the

ash content, it was concluded that simple purification of Fraction A

was not feasible. Therefore, all additional investigations were done

on the original Fraction A.



Elemental Analysis for Nitrogen, Sulfur,
Phosphorus and the Halogens

Compounds isolated from natural sources often contain one or

more of the above elements. Therefore, it is best to qualitatively

determine if they are present.

Fraction A showed a positive test for nitrogen. However, quan-

titative analysis showed only 0.84% nitrogen, an amount not consid-

ered to represent an interfering contaminant and no special efforts

were made to separate the nitrogenous material.

The tests for sulfur, phosphorus and the halogens were nega-

tive.

Strong Acid Hydrolysis

A fundamental aspect of polysaccharides is the component

monosaccha.rides which are linked together to form the polymer

chain. Often polysaccharides contain linkages which are re sistant

to acid cleavage. Thus, to ensure complete hydrolysis, Fraction A

was treated with strong acid according to the procedure of Laver,

Root, Shafizadeh and Lowe (30). The hydrolyzate was analyzed for

amino acids and monosaccharides as described below.

5. Mild Acid Hydrolysis

38

If the polysaccharides under investigation are water soluble and
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if hydrolysis can be accomplished under mild acid conditions, treat-

ment with strong acids as described above is not desirable because

of degradative side reactions. Since Fraction A was water soluble,

a mild acid hydrolysis (3% sulfuric acid) was compared with the 77%

sulfuric acid hydrolysis. The hydrolyzate was analyzed for amino

acids and monosaccharides as described below.

6. Qualitative Amino Acid Analysis by Paper Chromatography

Elemental analysis showed the presence of nitrogen. It could

possibly be a result of some residual ammonium oxalate from the

ammonium oxalate extraction (Chart 1, page 20) or it could be part

of protein material. The cambium layer of Douglas-fir bark has

been shown to contain protein (20), and possibly some cambium layer

remained with the inner bark in sample preparation.

The hydrolyzates from the strong acid hydrolysis (77% sulfuric

acid) and the mild acid hydrolysis (3% sulfuric acid) were examined

for amino acids by two-dimensional paper chromatography. It was

found that the second solvent, n-butanol-formic acid-water (20:6:5

v/v/v), must be prepared just prior to use, otherwise gradual ester-

ification occurred and altered its chromatographic usefulness.

Chromatograms of the hydrolyzate from the mild acid treatment

did not show amino acids. However, chromatograms of the hydroly-

zate from the strong acid treatment showed ten purple spots (Figure 4,



n-Butanol-formic acid-water (20:6:5 v/v/v)

Figure 4. Two dimensional paper chromatogram of the amino
acids in the acid hydrolyzate of Fraction A.

Co00

0

40



41

page 40). However, quantitative analysis showed only 0.84% nitrogen

content indicating that the amount of protein material was not great.

Therefore, no effort was made to identify the amino acids in Figure 4

(page 40),

Qualitative Carboh drate Anal sis b Pa er Chromato ra

The mixture of monosaccharide sugars resulting from acid

hydrolysis of Fraction A was well resolved by paper chromatography.

The chromatograms showed that the hydrolyzates contained a large

proportion of glucose, a moderate amount of arabinose, slight

amounts of mannose and galactose and trace amounts of xylose and

rhamnose (Figure 5, page 42).

The hydrolyzates from both the strong acid hydrolysis and mild

acid hydrolysis contained what appeared to be identical monosac char-

ides by paper chromatography. Therefore, strong acid was not neces-

sary and to avoid degradation, the 3% sulfuric acid method was used

in all subsequent hydrolysis.

The five major sugars, glucose, mannose, galactose, arabinose

and xylose are those ordinarily found in wood and wood pulp (47). The

trace amount of rhamnose represents the first time it has been found

in Douglas-fir bark although it has been reported in other barks (51).

Since the monosaccharides resulting from the hydrolysis of

bark are the same as those found in wood, it is expected that the
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Figure 5. Paper chromatogram of the acid hydrolyzate of Fraction
A to show monosaccharides. Solvent; ethyl acetate-
pyridine-water (8:2:1 v/v/v).
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polysaccharides of bark are similar to those in wood. If this is so

then the major carbohydrate component is cellulose, but it also con-

tains some hemicelluloses such as xylans, glucomannans, gluco-

galactomannans and so forth. The isolation of the cellulose fraction

and an evaluation of its properties and its degree of polymerization

will be of future interest.

8. Quantitative Carbohydrate Analysis
by Gas-Liquid Chromatography

Carbohydrates are neither heat resistant nor volatile and so

derivatives must be prepared which will volatilize without degrada-

tion in order to perform gas-liquid chromatographic analysis. There

are numerous derivatives which have been tried but the ones most

commonly used today are the "alditol acetates." In the preparation

of the alditol acetates the monosaccharides are first treated with

sodium borohydride to reduce the aldehyde function to the alcohol

function. This has the result of preventing ring isomerization to

the pyranose and furanose forms and so prevents the formation of

alpha and beta forms of the sugars. The end result is only one form,

the alditol, for each of the monosaccharide sugars rather than three,

four or even five. The acetates are synthesized from the alditols

to make a volatile, heat resistant derivative.

The gas chromatographic resolution of the alditol acetates
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prepared from the acid hydrolyzate of Fraction A was excellent (Figure

6, page 45). The myo-inositol peak shown at the end of the spectrum

resulted from the addition of an accurately measured amount of myo-

inositol as an internal standard. The areas under the peaks of the

other sugars in the spectrum are compared to the area under the

peak of rnyo-inositol for quantitative results.

The sample of Fraction A taken (moisture-free, ash-free basis)

yielded the following percentages of monosaccharides: glucose,

41.5%; arabinose, 8.3%; galactose, 2.7%; mannose, 2.6%; xylose,

0.7%; rhamnose, 0.7%. This total of 56.5% is less than 100% because

Fraction A contains organic materials other than carbohydrates.

9. Qualitative "Uronic Acid Analysis by Infrareectroscopy

The acidified sodium chlorite delignification reaction is an

oxidation reaction. Therefore it was anticipated that the primary

hydroxyl groups in position six of the hexose containing polysacchar-

ides would most likely be oxidized to uronic acids as demonstrated

below. Therefore, several qualitative tests were applied to deter-

mine if uronic acids existed in Fraction A. Since uronic acids are

known to be present in natural materials, all of the tests were run

in direct comparison with the residue from the ammonium oxalate

extraction, the material from which Fraction A was prepared (Chart

1, page 20).
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Figure 6. Gas-liquid chromatographic separation of the alditol acetates from the acid hydrolyzate of
Fraction A. Peak "a" is from rhamnose, "b" from arabinose, "c" from xylose, "d" from
mannose, "e" from galactose, "f" from glucose, and "g" from myo-inositol. Conditions:
Column, 6.5% ECNSS-M on 100/120 mesh Gas Chrom Q, 6 ft x 1/8 in 0.D. stainless steel;
injection port 200° ; detector 230° ; column temp. 180° isothermal; helium flow 30 ml/min;
range setting 102, attenuation setting 16.
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Polysaccharide with primary Polysaccharide with carboxyl
hydroxyl in position six group in position six

The infrared spectrum of the 0.5% ammonium oxalate insoluble

material showed a strong absorption at 1590 cm-1 (Figure 7, page 47),

corresponding to absorption by carboxylate ion (34, p. 44). Thus

the starting material from which Fraction A was prepared contained

uronic acids. Fraction A showed an absorption band at exactly the

same place (Figure 7, page 47). However, the treatment with acidi-

fied sodium chlorite, although an oxidation reaction, did not appear

to increase the uronic acid content, at least not as detected by infrared

spectroscopy.

Becker, Hamilton and Lucke (4) showed that the 2, 3 glycols in

polysaccharides were oxidized to carboxylic acids in model compounds

(Figure 2, page 15). If these kinds of compounds were produced in

the present reaction, they would be expected to show up as an in-

creased carboxylate peak in the infrared spectrum of Fraction A.



Figure 7. Infrared spectra of uronic acids.
Spectrum "a" is from the 0. 5% ammonium oxalate residue.

Spectrum "b" is from Fraction A.
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However, the carboxylate peak was small (Figure 7, page 47). If

these types of oxidation reactions did occur they possibly progressed

to the point of hydrolysis with the release of small fragments which

might have been lost through dialysis (Chart 1, page 20).

10. Qualitative Uronic Acid Analysis by Color Reactions

The carbazole-sulfuric acid color reaction is said (15, p. 497)

to be reasonably specific for hexuronic acids. This was verified by

testing monosaccharides and oxalic acid and benzoic acid. These

compounds showed no reaction, indicating that the simple sugars and

carboxylic acid functions other than those in uronic acids did not

interfere with the color reaction.

The 3% sulfuric acid hydrolyzate of Fraction A showed a positive

purple color, indicating the presence of hexuronic acids. The reac-

tion showed a maximum absorption in the ultraviolet region at

535±1nm (Figure 8, page 49) as described for the test (15, p. 497).

The color was not particularly strong and it was considered

possible that since the sulfuric acid had been neutralized with barium

hydroxide that some of the uronic acids had formed barium salts and

had precipitated with the barium sulfate. Therefore, a part of the

acid hydrolyzate was neutralized with ion exchange resin but the

results were the same.

The 0. 5% ammonium oxalate insoluble material was also tested
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for hexuronic acids without even hydrolysis to the respective mono-

saccharides. A strong positive test resulted.

These data support those from the infrared studies that the

treatment with acidified sodium chlorite did not appear to oxidize

the carbohydrates to hexuronic acids. Hexuronic acids were present

in the material before oxidation with sodium chlorite and the reaction

did not appear to oxidize this particular functional group.

U. Qualitative Uronic Acid Analysis by Paper Chromatography

Jayme and Knolle (22) have reported the separation and identifi-

cation of selected hexuronic acids by paper chromatography. The rate

of movement was very slow and when the technique was applied to the

present study, poor resolution resulted using their solvents 1 and 2

(page 30). However, when the solvent system ethyl acetate-pyridine-

water (8:2:1 v/v/v) was employed there were spots which migrated

the same distance as authentic galacturonic acid (Figure 9, page 51).

These results supported the infrared spectral data and the carbazole-

sulfuric acid color test that Fraction A did contain uronic acids.

However, since the infrared data and the color test results indicated

that the acidified sodium chlorite delignification reaction did not

produce more uronic acids than were in the starting material, no

further effort was made to identify the uronic acids in Fraction A.



Figure 9. Paper chromatogram of the acid hydrolyzate of Fraction
A to show uronic acids. Solvent; ethyl acetate-pyridine-
water (8:2:1 v/v/v).
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12. Preparation of the Polysaccharide Methyl Ethers

A standard method for the partial elucidation of polysaccharide

structure is to block all of the hydroxyl groups in the parent polymer

with methyl ether groups. The methylated polysaccharide is then

hydrolyzed and th resulting methylated monosaccharides are identi-

fied. By this technique the positions of the hydroxyl groups freed by

the hydrolysis can be determined. These hydroxyl groups must have

been protected from methylation because they were a part of the

polymer linkage. In this way the points of attachment for the mono-

sac charides can be located.

Preparing the methyl ethers of polysaccharides is a lengthy

and tedious task. In the present work the methylation was monitored

by infrared spectroscopy. When the absorption for the hydroxyl group

had completely disappeared, it was concluded that the reaction was

complete.

13. Acid Hydrolysis of the Polysaccharide Methyl Ethers

Since methylated polysaccharides are often quite insoluble in

aqueous media, hydrolysis to monosaccharides is usually accom-

plished by strong formic acid. However, the hydroxyl groups freed

by hydrolysis become formate esters. These esters can be hydrolyzed

by dilute sulfuric acid because the rnonosaccharides are water soluble.
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The resulting sirup therefore contains monosaccharides with some

methyl ethers on the ring and some free hydroxyl groups which were

involved in the linkage of the parent polysaccharide.



V. SUMMARY AND CONCLUSIONS

A successive extraction of Douglas-fir inner bark with ethanol-

water (4:1 v/v), benzene-ethanol (2:1 v/v), water, and 0.5%

ammonium oxalate solution effectively removed interfering

low-molecular weight material (simple sugars, organic acids,

lipids and waxes) prior to delignification with acidified sodium

chlorite.

The acidified sodium chlorite delignification reaction bleached

the brown-colored materials in the inner bark and produced a

yellowish "holocellulose" residue and a yellow filtrate. After

dialysis the solids in the filtrate were recovered as a white

powder by lyophilization.

The ash content of the solubilized solids was 13.39%, an unusu-

ally high value. Dialysis and re-precipitation from ethanol did

not significantly lower the ash content. The inorganic materials

were either chemically attached to the solids, possibly as salts,

or were physically wrapped in the polymers so that diffusion

through the dialysis bag was restricted.

The materials solubilized by the acidified sodium chlorite delig-

nification reaction did not contain sulfur, phosphorus or halo-

gens. However, they contained 0.84% nitrogen.

The materials were equally well hydrolyzed by 3% sulfuric acid
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as by 77% sulfuric acid indicating that there were no particu-

larly acid resistant bonds present.

The acid hydrolyzate of the soluble materials contained ten

amino acids as shown by paper chromatography. Therefore,

the nitrogen content (0.84%) shown earlier was partially due

to the presence of proteins. However, because of the small

amount of nitrogen present, the amino acids were not further

investigated.

Paper chromatography showed that the acid hydrolyzate of the

soluble solids contained rhamnose, xylose, arabinose, man-

nose, galactose and glucose. Rhamnose has not been previ-

ously reported in the hydrolyzate of Douglas-fir bark.

The monosaccharides in the hydrolyzate were quantitatively

analyzed by gas-liquid chromatography of their alditol acetates.

The results showed the monosaccharides to be present in the

following ratio: glucose, 59.1; arabinose, 11.9; galactose, 3.9;

mannose, 3. 7; xylose, 1.0; rhamnose, 1.0.

Since the monosaccharides identified in the hydrolyzate of bark

were the same as those from wood, it is expected that the

polysaccharides are similar. The quantitative analysis showed

mostly glucose so the major polysaccharide must be a glucan,

undoubtedly cellulose. However, the identification of other

sugars showed the presence of hernicelluloses as well.
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The presence of uronic acids in the soluble solids was demon-

strated by infrared spectroscopy, a carbazole-sulfuric acid

color test, and by paper chromatography. However, the

amounts appeared less than in the starting material and it

was concluded that although the acidified sodium chlorite delig-

nification reaction was an oxidation reaction it did not signifi-

cantly oxidize the primary hydroxyl groups of the polysacchar-

ides to uronic acids.

The soluble material was methylated and infrared spectroscopy

of the resulting product showed no absorption for hydroxyl

groups. Therefore, the free hydroxyl groups on the polysac-

charides were completely blocked.

The methylated material was acid hydrolyzed. Identification

of the methylated monosaccharides is expected to greatly aid

in the elucidation of the structure of the polysaccharides because

those hydroxyl groups freed by acid hydrolysis were part of

the polymer linkage. In this way the points of attachment of

the monomers can be ascertained.



BIBLIOGRAPHY

Abdel-Ahker, J. K. Hamilton, and F. Smith. The reduction
of sugars with sodium borohydride. Journal of the American
Chemical Society 73:4691-4692. 1961.

Albersheim, P., D. J. Nevins, P. D. English, and Arthur
Karr. A method for the analysis of sugars in plant cell-wall
polysaccharides by gas-liquid chromatography. Carbohydrate
Research 5:300-345, 1967.

Aspinall, G. 0. Structural chemistry of the hernicelluloses.
In: Advances in Carbohydrate Chemistry. Vol. 14. ed. by
M. L. Wolfrom. New York, N. Y., Academic Press, Inc.,
1959. p. 429-433.

Becker, E. S., J. Kelvin Hamilton, and W. E. Lucke. Cellu-
lose oligosaccharides as model compounds in chlorine dioxide
bleaching. Tappi 48:60-64. 1965.

Borchardt, L. G. and C. V. Piper. A gas chromatographic
method for carbohydrates as alditol acetates. Tappi 53:257-
260. 1970.

Browning, B. L. and L. 0. Bublitz. The isolation of holo-
cellulose from wood. Tappi 36:452-458. 1953,

Bublitz, W. J. A study of the carbohydrate fraction of spruce
chlorite liquor. Doctoral thesis. Appleton, Wisconsin, The
Institute of Paper Chemistry, 1949. 87 numbered leaves.

Bublitz, W. J. An investigation of the carbohydrate fraction
of spruce. Tappi 34:427-432. 1951,

Chang, Y. Bark structure of North American conifers. (U, S.
Dept. of Agriculture, Technology Bulletin 1095). 1954. 86 p.

Chang, H. -M. and G. G. Allan, Oxidation, In: Lignin occur-
rence, formation, structure and reactions. ed. by K. V.
Sarkanen and C. H. Ludwig, New York, N. Y. Wiley-Inter-
science, 1971. 916 p.

57



58

Chang, Ying-pe and R. L. MitchelL Chemical composition of
common North American pulpwood barks. Tappi 38315-320.
1955.

Clark, John N. Experimental biochemistry. San Francisco,
California, W. H. Freeman and Company, 1964. 228 p.

Dence, C. W., M. K. Gupta, and K. V. Sarkanen. Studies on
oxidative delignification mechanisms, Part IL Reactions of
vanillyl alcohol with chlorine dioxide and sodium chlorite.
Tappi 45:29-38. 1962.

Dence, C. and K. V. Sarkanen. A proposed mechanism for
the acidic chlorination of softwood lignin. Tappi 43:87-96.
1960.

Dische, S. Color reactions of hexuronic acids. In: Methods of
carbohydrate chemistry, Vol. 1, ed. by R. L. Whistler and
M. L. Wolfrom, New York, N. Y. Academic Press, 1962.

589 p.

Falconer, E. L. and G. A. Adams. The aldobiouronic acids
of hemicellulose B of oat hulls. Canadian Journal of Chemis-
try 34:338-344. 1956.

17, Grilles, S. T. Structure and development of the bark of
Douglas-fir, Pseudotsuga menziesii (Mirb. )Franco. Doctoral
thesis. Corvallis, Oregon State University, 1956. 67 numbered
leaves.

Grilles, S. T. and F. H. Smith. The secondary phloem of
Douglas-fir. Forestry Science 5:377-388. 1959.

Hamilton, J. K. and N. S. Thompson. A comparison of the
carbohydrates of hardwoods and softwoods. Tappi 42:752-760.
1959.

Holmes, G. W. and E. F. Kurth. The chemical composition
of the newly formed inner bark of Douglas-fir. Tappi 44:893-
898. 1961.

Jayme, G. and G. Hanke, The sodium chlorite oxidation prod-
ucts and constitution of native spruce lignin. Cellulose-Chemie
21:127-140. 1943.



Jayme, G. and H. Knolle. Paper chromatography of sugar
mixtures on glass-fiber papers. Angewandte Chemie 68:243-
246. 1956.

Jensen, W., K. E. Fremer, P. Sierila, and V. Wartiovaara.
The chemistry of bark. In: The chemistry of wood, ed. by
B. L. Browning, New York, N. Y. Interscience Publishers,
1963. 689 p.

Jones, J. K. N., L. E. Wise, and J. F. Jappe. The action
of chlorite containing metaborates on wood cellulose. Tappi
39:139-141. 1956.

Kiefer, H. J. and E. F. Kurth. The chemical composition of
the bast fibers of Douglas-fir bark. Tappi 36:14-19. 1953.

Kuhn, L. P. Infrared spectra of carbohydrates. Analytical
Chemistry 22:276-283, 1950,

Kurth, E. F. Separation of wood extractives into simpler
components. Industrial and Engineering Chemistry. Analytical
Edition 11:203-205. 1939.

Kurth, E. F. The chemical composition of bark. Chemical
Reviews 40:33-49. 1947.

Kurth, E. F. and G. J. Ritter. Spruce holocellulose and the
composition of its easily hydrolyzable fraction. Journal of the
American Chemical Society 56:2720-2723, 1934.

Laver, M. L., D. F. Root, F. Shafizadeh, and J. C. Lowe.
An improved method for the analysis of the carbohydrates of
pulps through refined conditions of hydrolysis neutralization,
and monosaccharide separation. Tappi 50:618-622, 1967,

Leopold, B. Chemical composition and physical properties of
wood fibers I. Preparation of holocellulose fibers from loblolly
pinewood. Tappi 44:230 - 232. 1961,

Meier, H. Studies on hemicelluloses from pine (Pinus
Silvestris L. ). Acta Chemica Scandinavica 12:1911-1918.
1958.

Mian, A. J. and T. E. Timell. Isolation and properties of a
4-0-methylglucuronoxylan from the inner bark of white birch
(Betula papyrifera). Tappi 43:775-781. 1960.

59



60

34, Nakanishi, Koji. Infrared absorption spectroscopy, practical.
San Francisco, California, Holden-Day, Inc., 1962. 233 p.

Paech, K. and M. V. Tracey. Moderne Methoden Der Pflanzen-
analyse (Modern methods of plant analysis). 1:468-473. 1956.

Painter, T. J. and C. B. Purves. Polysaccharides in the inner
bark of white spruce. Tappi 43:7 29-73 6. 1960.

Partridge, S. M. Aniline hydrogen phthalate as a spraying re-
agent for chromatography of sugars. Nature 164443. 1949,

Ritter, G. J. and E. F. Kurth. Holocellulose, total carbo-
hydrate fraction of extractive-free maple wood. Industrial
and Engineering Chemistry 25:1250-1253. 1933.

Ross, W. D. and R. L. Krahmer. Some sources of variation
in structural characteristics of Douglas-fir bark. Wood and

Fiber 3:35-46. 1971.

Sarkanen, K. V. The chemistry of delignification in pulp

bleaching. Pure and Applied Chemistry 5:219-231. 1962.

Sarkanen, K. V., K. Kakehi, R. A. Murphy, and H. White.
Studies on oxidative delignification mechanisms Part I. Oxida-

tion of vanillin with chlorine dioxide. Tappi 45:24-29. 1962.

42, Schmidt, E. and E. Graumann. Incrusting substances of plants
I. Methods for the preparation of pure plant skeletal substances.
Deusche Chemische Gesellschaft Berichte 54:1860-1873. 1921.

Segall, G. H. and C. B. Purves. Chemical composition of
wood barks. Pulp and Paper Magazine of Canada 472149-161.
1946.

Theander, Olof. Polysaccharide modifications occurring in
bleaching. Tappi 482105-110. 1965.

Thomas, B. B. An improved method for the large-scale labor-
atory preparation of cellulose. Paper Industry and Paper World

26:1281-1284, 1945.

Timell, T. E. Carbohydrate composition of ten North American
species of wood. Tappi 40:568-572. 1957.



Time11, T. E. Isolation of polysaccharides from the bark of
gymnosperms. Svensk papper stidning. 64:651-661. 1961.

Timell, T. E. Wood hemicelluloses. In: Advances in Carbo-
hydrate Chemistry. Vol. 19, ed. by M. L. Wolfrom, New
York, N. Y., Academic Press, Inc., 1964. p. 247-302.

49, Timell, T. E., C. P. Glaudermans, and A. C. Currie. Spec-
trophotometric method for determination of sugars. Analytical
Chemistry 28:1916-1920, 1956.

Timell, T. E., C. P. J. Glaudemans, and J. K. Gillham.
Recent studies on the polysaccharides of white birch and other
hardwoods. Tappi 42:623-634. 1959.

Timell, T. E. and A. J. Mian. A study of the pectin present
in the inner bark of white birch (Betula papyrifera Marsh. ).
Tappi 44:788-793. 1961,

Tipson, R. S. Infrared spectroscopy of carbohydrates. A
review of the literature. U. S. National Bureau of Standards
Monogram, No. 110. 1968. 21 p.

Vogel, I. A. Textbook of practical organic chemistry including
qualitative organic analysis. Third ed., New York, N. Y.,
Longmans, Green and Co., 1956. 1188 p.

Whistler, R. L., J. Bachrach, and D. R. Bowman. Prepara-
tion and properties of corn cob holocellulose. Archives of
Biochemistry 19:25-33. 1948.

Whistler, R. L. and E. L. Richards. Hemicelluloses In: The
carbohydrates chemistry and biochemistry. ed. by Ward
Pigman and Derek Horton. Vol. IIA. New York, N. Y. Aca-
demic Press, Inc., 1970. 469 p.

Wise, L. E., M. Murphy, and A. A. D'Addieco. Chlorite
holocellulose, its fractionation and bearing on summative wood
analysis and on studies of the hemicelluloses. Paper Trade
Journal 122:35-43. 1946.

Wolfrom, M. L., M. L. Laver, and D. L. Patin. Carbo-
hydrates of the coffee bean. II. Isolation and characterization
of a mannan. Journal of Organic Chemistry 26:4533-4535.
1961.

61



58. Wolfrom, M. L. and D. L. Patin. Carbohydrates of the
coffee bean. IV. An arabinogalactan. Journal of Organic
Chemistry 30:4060-4063, 1965.

62




