
 Fig. S-4 Final water uptake rate for both untreated and 100% relative humidity (RH) pretreated chars produced from Douglas fir and 
hazelnut shells at 370 °C, 500 °C, and 620 °C production temperature. Groups above the 1:1 line held more water when pretreat... 
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