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  1.     Introduction 

  Due to their durability, high specifi c 
energy, and high energy density, [ 1 ]  lithium 
primary batteries are the most favored 
energy storage technology for demanding 
applications where recharging is imprac-
tical, e.g., emergency transmitters [ 2 ]  and 
safety, military and security devices. Due 
to their widespread application in mission-
critical systems, understanding the safety 
and reliability of primary battery operation 
is of signifi cant importance, as highlighted 
by recent high-profi le failure events in the 
aerospace sector. [ 2 ]  

 Lithium batteries are becoming increas-
ingly energy dense [ 3 ]  and new generation 
electrode materials [ 4 ]  are being developed 
to meet today’s demanding applications. 
However, many functional electrode mate-
rials undergo a signifi cant volume change 
during the insertion of Li +  ions [ 5,6 ]  that can 

 Tracking the dynamic morphology of active materials during operation of 
lithium batteries is essential for identifying causes of performance loss. Digital 
volume correlation (DVC) is applied to high-speed operando synchrotron X-ray 
computed tomography of a commercial Li/MnO 2  primary battery during dis-
charge. Real-time electrode material displacement is captured in 3D allowing 
degradation mechanisms such as delamination of the electrode from the cur-
rent collector and electrode crack formation to be identifi ed. Continuum DVC 
of consecutive images during discharge is used to quantify local displacements 
and strains in 3D throughout discharge, facilitating tracking of the progres-
sion of swelling due to lithiation within the electrode material in a commer-
cial, spiral-wound battery during normal operation. Displacement of the rigid 
current collector and cell materials contribute to severe electrode detachment 
and crack formation during discharge, which is monitored by a separate DVC 
approach. Use of time-lapse X-ray computed tomography coupled with DVC 
is thus demonstrated as an effective diagnostic technique to identify causes of 
performance loss within commercial lithium batteries; this novel approach is 
expected to guide the development of more effective commercial cell designs. 
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induce high local strains and severe mechanical degradation [ 7 ]  
leading to capacity fade and reduced performance. Further-
more, understanding the interaction between electrochemically 
active materials and the mechanical design of commercial bat-
teries is becoming increasingly important particularly with the 
introduction of advanced materials with high specifi c capaci-
ties and a large degree of motion and morphological evolution 
during lithiation. [ 8,9 ]  This displacement of active materials can 
lead to contact loss between the current collector and electrode 
material which is thought to be one of the primary mechanisms 
for increased cell impedance during cycling. [ 10,11 ]  Numerous 
studies have been performed to tackle the issue of high strain 
and mechanical degradation on both the micro and macro scale, 
including the development of strain models to determine the 
particle fracture conditions [ 9,12,13 ]  and the reduction of contact 
losses by increased applied pressure. [ 14 ]  However, little data are 
available to help understand the dynamic mechanisms associ-
ated with morphological evolution of active materials and their 
interaction with the mechanical design of commercial cells. 

 Various in situ characterization techniques have been used 
to track lithium insertion and morphological changes of elec-
trode materials during operation. [ 15 ]  Techniques such as soft 
X-ray absorption spectroscopy [ 16 ]  and neutron imaging [ 17 ]  have 
previously been used to track the lithiation of electrode mate-
rials during operation, but both are restricted to 2D measure-
ments for fast dynamic processes due to their low temporal 
resolution and consequent high acquisition times for 3D 
images. In situ X-ray diffraction (XRD) has also been used to 
monitor the progress of lithiation/delithiation of active mate-
rials inside operating lithium–ion batteries by studying their 
structural changes. [ 18 ]  Additionally, coherent XRD imaging has 
been shown to be a powerful tool for characterization of strain 
evolution in the crystal lattices of individual electrode particles 
on the nanoscale. [ 19 ]  However, whilst XRD measurements are 
useful for tracking reaction mechanisms, they provide no infor-
mation on the impact of the resulting structural changes on the 
morphology of the bulk material. 

 X-ray computed tomography (CT) is used as a non-invasive 
diagnostic tool to quantitatively analyze the morphology of 
materials in 3D. Synchrotron radiation sources can provide the 
high photon fl ux and brilliance necessary to achieve high reso-
lution 3D images over short periods of time [ 20 ]  presenting the 
possibility for tracking rapid structural evolution processes of 
active materials in 3D and in real time. [ 21 ]  The evolution of 3D 
microstructures of electrode materials has mostly been quan-
tifi ed previously via X-ray CT by comparing before and after 
morphological evolution. [ 22,23 ]  However, time lapse tomography 
is increasingly used to track the evolution of materials and the 
coupling of such imaging with image correlation techniques, 
such as 3D digital volume correlation (DVC), [ 24 ]  provides a pow-
erful diagnostic tool in materials research. [ 23,25–27 ]  

 In this study, we capture the evolution and quantify the strain 
in the bulk architecture of the MnO 2  electrode material in a com-
mercial primary Li/MnO 2  lithium battery during a high rate, 
constant resistance discharge. As Li/MnO 2  cells have a high dis-
charge rate capability (they are often used for high drain appli-
cations), we use the high speed imaging capability of beamline 
ID15A [ 28 ]  at ESRF—The European Synchrotron. Furthermore, 
we use two different DVC software packages developed by Hall 

et al. [ 25,26 ]  and Bay et al. [ 24 ]  to track the transient local displace-
ments of the MnO 2  electrode in 3D as lithiation-induced dila-
tion occurs. 3D displacement fi elds generated using continuum 
DVC are used to derive 3D strain profi les of the electrode mate-
rial throughout operation. Additionally, the electromechanical 
effect of the dilating electrode on the structural integrity of the 
cell architecture is assessed. The extent of unraveling of the cur-
rent collector is quantifi ed using a separate DVC approach and 
related to the temporal continuum strain fi eld evolution. The 
importance to commercial cell designs of accommodating the 
changes in cell architecture during operation is highlighted, and 
this new approach of combining high speed tomography and 
DVC is demonstrated as an effective technique for identifying 
causes of performance loss within commercial batteries.  

  2.     Materials and Methods 

  2.1.     Operando X-Ray Tomography 

 This study focuses on a commercial, spiral wound, Duracell 
CR2 battery [ 29 ]  which was discharged between 3 and 2 V during 
high speed X-ray CT imaging. Experiments were performed at 
beamline ID15A at ESRF – The European Synchrotron, known 
for its high speed and high resolution imaging capability. [ 21,28 ]  
The high photon fl ux and brilliance of beamline ID15A gener-
ates the spatial and temporal resolution required to identify the 
fi ne granular structure of the electrode material within the short 
time scales over which signifi cant material evolution occurs 
during battery operation. Furthermore, the DVC displacement 
and strain analyses subsequently performed rely on correlating 
consistent, identifi able grain texture in consecutive images; 
therefore, DVC analysis requires images to be acquired at suf-
fi ciently short intervals to avoid excessive changes in the images. 

 The Duracell CR2 battery was imaged in a 76 keV monochro-
matic X-ray beam with a fi eld of view (FOV) of 8.6 mm × 8.7 mm 
and a pixel size of 10.87 µm (794 × 800 pixels), corresponding 
to half of the cell (see  Figure    1  ). The sample stage rotation axis 
was placed at the edge of the FOV, such that by a 360° rotation 
it was possible to image the entire sample. [ 30 ]  Each tomogram 
was composed of 2 × 2000 half projections. Tomograms were 
captured with angular increments of 0.09° between images. 
A high speed camera, PCO Dimax (PCO AG, Germany), 
with an exposure time of 0.7 ms was used during imaging. 
 Consequently, the acquisition time of each tomogram was 
2.8 s which was suffi ciently fast to avoid image artifacts caused 
by sample motion during acquisition. During continuous X-ray 
CT, tomograms were captured every 40 s which included image 
acquisition time and data transfer to the ESRF central servers. No 
heating of the cell due to incident X-ray radiation was observed.  

 The CR2 battery was discharged at a constant resistance of 
2.75 Ω during continuous X-ray CT imaging. The electrical con-
nection between the battery and constant resistance circuit was 
maintained through use of an electrical slip ring (P4+ Com-
pact Slip Ring, Moog, UK) built into the ID15A rotation stage 
(ABR1000, Aerotech, USA) (Figure  1 a), which allowed con-
tinuous rotation while maintaining an electrical connection. 
Copper foil was pressed against the terminals of the battery 
using two copper tabs tightly wrapped with electrical tape. An 
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electrical cable was soldered to each of the copper tabs. For the 
electrical cable connected to the positive terminal (top in Figure  1 b) 
a relatively X-ray transparent copper mesh was used to mini-
mize beam hardening artifacts as the cable passed in front of 
the fi eld of view during rotation. The radiographs were recon-
structed into 8.7 mm high cylindrical sections (tomograms) of 
the cell (Figure  1 b,c) using standard reconstruction methods. [ 31 ]  

 The reconstructed tomograms were processed using Avizo 
Fire 7 (FEI VSG, France) whereby the 3D images could be sep-
arated into 2D planar slices, as shown in Figure  1 c–e. Highly 
attenuating materials appear white in the tomograms, while 
less attenuating materials are darker in appearance. Material 
phases of interest were isolated based on grayscale values using 
Avizo’s segmentation editor. The casing and steel current col-
lecting mesh displayed in Figure  1 d,e are highly attenuating 
and are displayed as white, and the Li  x  MnO 2 , which consists of 
a slurry coated onto the spiral wound current collecting mesh, 
is displayed as light gray. Lithium metal and separator material 
are poorly attenuating at 76 keV and diffi cult to distinguish, but 
are situated between the spiral wound MnO 2  anode layer. The 
copper mesh attached to the outside of the battery casing was 
cropped out of Figure  1 d. The 3D image fi les were stored in 
32-bit .raw fi le format for volume correlation.  

  2.2.     Continuum DVC and Strain Field Evolution 

 In this study, the CR2 cell is discharged from its fully charged 
state (3 V) to below 2 V, as shown in  Figure    2  . The MnO 2  is 
reduced from tetravalent to trivalent state to form Li  x  MnO 2  
(where 0 ≤  x  ≤ 1) as the Li +  ion inserts into the MnO 2  lattice. [ 32,33 ]  
3D displacement measurements of textured materials can be 

performed by comparing X-ray CT images via DVC. [ 24,26,34 ]  The 
continuum DVC in this work uses TomoWarp2 code devel-
oped between the Universities of Lund and Grenoble building 
on the previously developed code, TomoWarp of Hall. [ 25,26,35 ]  In 
the current context, continuum DVC refers to the displacement 
calculation over a 3D grid of node points that are then used to 
determine 3D tensor strain fi elds following continuum mechanics.  

 The DVC approach can be described briefl y as having the 
following main steps: 

     •  A regular 3D grid of nodes was defi ned over the CT image 
volume, and a “correlation window” was centered on each 
node for the correlation analysis. In the current study, the 
grid spacing of the nodes was 5 voxels in each direction and 
the correlation window had a volume of 15 × 15 × 15 voxels. 

    •  The displacement for each node was derived by identifying 
the 3D translation that maximizes the cross-correlation of the 
gray-level data within the correlation window in the nonde-
formed image and the translated correlation window in the 
deformed image. The displacement fi eld so determined had a 
precision of 1 voxel in each direction. 

    •  Subvoxel resolved translation vectors were determined based 
on the maximum of the interpolated correlation coeffi cient for 
a range of displacements around the initial integer voxel value. 

    •  Calculation of the strain tensor was based on the gradient of 
the displacements over eight-point cubic elements of neigh-
boring nodes.   

 Following the above continuum DVC approach, the evolution 
of the Li  x  MnO 2  electrode architecture was quantifi ed in 3D by 
correlating successive tomograms. Tomograms were captured 
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 Figure 1.    a) Experimental setup showing rotation stage and in-built electrical slip ring connection. b) Stitched reconstruction of a full commercial 
Duracell CR2 battery showing the casing (orange), current collector mesh connected via a tab to the terminal (green), and MnO 2  electrode (gray). 
The black square represents the region which was scanned during continuous X-ray CT. c) Reconstructed tomogram of the section captured during 
continuous X-ray CT with orthoslices in the  XY ,  YZ  and  XZ  planes. d) Isolated  XY  slice showing battery casing and current collecting mesh (white) and 
MnO 2  electrode (gray). e) Isolated  XZ  slice.
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every 40 s during discharge and increments between sequential 
tomograms which showed signifi cant material displacement 
were chosen for correlation. The discharge profi le of the CR2 
battery in Figure  2  shows image increments of 5 between the 
reference and deformed images for DVC, which corresponds 
to a difference of 200 s during discharge. Note that the images 
were cropped to 1487 × 1387 × 501 voxel volumes to remove 
artifacts at the edges of the FOV and to isolate the regions of 
interest. Also, the size of the search windows within which the 
3D translation was searched in the DVC varied between each 
increment and, due to its high impact on computation time, 
was optimized before the entire volumes were loaded. 

 For each volume correlation the correlation coeffi cient of the 
Li  x  MnO 2  material was >0.97 (Figures S1–S9, Supporting Infor-
mation); whereas poor correlation was observed for all other 
materials. DVC analysis points that gave a normalized cross 
correlation coeffi cient of less than 0.97 were fi ltered out.  

  2.3.     Current Collector Displacement Measurement 

 As a separate measurement, the DVC methodology was used 
to determine the deformation of the collector mesh during 
battery discharge. The current collector is a metallic mesh of 
diamond pattern, embedded within the electrode material, and 
spirally wound within the battery case. The mesh contains dis-
tinct nodes where individual wires meet, creating unique fea-
tures that can be tracked as deformation occurs. Three layers of 
176 nodes were identifi ed within the battery, and their centers 
located approximately by standard imaging methods. Each 
point formed the center of a rectangular 40 × 40 × 80 voxel 
subvolume, large enough to contain the complete connection, 
but small enough to prevent interaction between layers of the 
scroll. Subvolumes were extracted from imaging of a charged 
battery and tracked within imaging of the discharged state. 
Subvoxel translational and rotational degrees of freedom were 
activated for a zero normalized sum of square difference objec-
tive function with tricubic spline interpolation and a typical 

coarse-fi ne search strategy was employed. 
Convergence tolerance was tightened until all 
points tracked successfully and displacement 
values stabilized. Deformations were visual-
ized with 3D vector plots showing motion 
of points within the three layers of junction 
points.   

  3.     Results and Discussion 

  3.1.     Evolving Morphology of Li  x  MnO 2  
during Lithiation 

 The volume expansion observed during lithi-
ation of Li  x  MnO 2  can cause severe mechan-
ical degradation on both the micro and 
macro scale. The exact volume expansion 
of the Li  x  MnO 2  is diffi cult to determine via 
threshold segmentation due to the change 
in attenuation of Li  x  MnO 2  as it lithiates and 
the overlapping grayscale of different mate-

rials within the cell. Additionally, individual crystallites tend to 
break up during discharge [ 32 ]  and any increased electrode mate-
rial porosity would not be detected at the voxel resolution used 
here, which is not fi ne enough to identify individual Li  x  MnO 2  
particles. However, an estimate of 20% volume expansion 
due to lithiation was determined by comparing the quantity 
of the grayscale threshold associated with the electrode mate-
rial before and after discharge. Over a single discharge at low 
operating voltages (2–3 V) it is not expected that dissolution of 
Li  x  MnO 2  has any signifi cant effect on the observations in this 
work. 

  Figure    3   shows horizontal slices taken from tomograms of 
a CR2 cell before and after discharge. Two movies showing 
the intermediate stages in real-time are presented as time-
stamped horizontal (Movie S1, Supporting Information) and 
vertical (Movie S2, Supporting Information) slices of the CR2 
cells during discharge. In Figure  3  and Movies S1 and S2 (Sup-
porting Information), the Li  x  MnO 2  spiral wound layer expands 
and the thickness of the lithium region is seen to diminish 
during the lithiation process. The battery casing is included in 
these movies to observe any interaction between the evolving 
active materials and the casing.  

 Detachment of the Li  x  MnO 2  from the current collecting 
mesh, as evidenced by the cracks emanating in the anticlock-
wise direction in Figure  3 , occurs as a consequence of the spiral 
wound materials not being tightly wound or compressed. Addi-
tionally, Movie S1 (Supporting Information) reveals that the 
evolving architecture of the Li  x  MnO 2  electrode causes a slight 
degree of unraveling of the spiral wound materials, a conse-
quence of the mechanical energy associated with the electrode-
active material. [ 6 ]  

 The internal unraveling of the electrode layers further con-
tributes to crack propagation via the strain induced from the 
movement of the current collecting mesh against the active 
material, explaining the increased severity of cracking with 
distance from the center of the cell observed in Figure  3 . This 
detachment of the Li  x  MnO 2  from the current collecting mesh 
results in a signifi cant reduction in interfacial area between the 
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 Figure 2.    Discharge curve of the CR2 cell at constant resistance of 2.75 Ω. The yellow segments 
indicate the time between consecutive volume images which were correlated using DVC.
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current collecting mesh and the active material. The inset in 
Figure  3  shows a 3D reconstruction of a small section of the 
mesh with isolated crack regions; the signifi cant decrease in 
interfacial area between the electrode material and the current 
collecting mesh is clearly visible. 

 Delamination of electrode materials from the current col-
lector is a well-known cause of increased cell impedance and 
capacity fade in commercial cells. [ 36 ]  The interfacial area avail-
able for charge transfer is reduced leading to an increase in 
ohmic resistance and consequently local heating. However, 
given that the CR2 cell is a primary cell and capacity fade with 
cycling is not a cause of concern, the unconstrained expan-
sion of the Li  x  MnO 2  and the formation of cracks within the 
Li  x  MnO 2  material may also benefi t the performance of the cell 
by exposing additional Li  x  MnO 2  surface area to Li-ion transfer. 
The experiment was repeated for a slower discharge with a con-
stant resistance of 4.5 Ω; the time-stamped slices show similar 
behavior but over a longer period of time. The discharge plot 
and evolution movies are provided in Figure S10 and Movies S3 
and S4, Supporting Information. 

 DVC was applied to consecutive images to determine the 
3D strain profi les caused by lithiation of the electrode and to 
explore the electrochemically induced strain that causes unrave-
ling of the current collecting mesh.  

  3.2.     Quantifi cation of Temporal Local Strain 

 Continuum displacement DVC between consecutive tomo-
graphs was applied to plot the evolution of 3D displacement 
and strain profi les. Consistent grain detail is required between 
consecutive images to measure continuum displacement with a 
high correlation coeffi cient. An example of the fi ne detail pre-
sent in the tomography images is shown in  Figure    4   where the 
texture is provided by the electrode microstructure (particle size 
distribution of Li  x  MnO 2 , binder and conductive material, and 
electrolyte-fi lled pore phase). The correlation window was set as 
a cube of 15 voxels which, with a voxel resolution of 10.87 µm, 
tracks grain detail up to 163 µm 3 . The distance between nodes 
was set as 5 voxels or 54.35 µm.  

 During lithiation, it is expected that the induced volume 
expansion of Li  x  MnO 2  will be observed as bulk deformation of 
the active electrode layer on the submillimeter scale via interac-
tion and displacement of the Li  x  MnO 2  active crystallites, binder 
and the conductive carbon substrate. The continuum DVC 
provided averaged displacement profi les between 3D images 
which were 200 s apart during discharge. Displacements were 
plotted in 3D and the associated strain maps were generated 
by differentiating the vector displacements with respect to the 
 X ,  Y , and  Z  directions.  Figure    5  a shows a 3D reconstruction 
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 Figure 3.    a) Gray scale  XY  slice (horizontal cross section) from a tomogram captured before discharge; the red square indicates the region of interest 
with which the neighboring image is associated. b) Enlarged view of the  XY  slice showing pristine electrode before discharge. c) Gray scale  XY  slice 
from a tomogram captured after discharge; the red square indicates the region of interest with which the neighboring image is associated. d) Enlarged 
view of the  XY  slice showing electrode after discharge. Inset: Section of the current collecting mesh showing a 3D view of the crack openings. Movies 
S1 and S2 (Supporting Information) show the evolution of the slices in the  XY  and  ZX  plane in real time.
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of a color map of volumetric strain of the Li  x  MnO 2  electrode 
measured between 200 and 400 s into discharge. Correlation 
windows (individual voxels in  Figure    5  ) which showed a poor 
correlation (≤0.97) were fi ltered out of the displacement profi les 
by replacing the voxels with not-a-number (NaN) value, creating 
a sparse matrix.   

 Clear strain features are observed which correspond to the 
local extent of dilation induced by lithiation over the correlated 
time period; for example, the ends of the spiral wound Li  x  MnO 2  
electrode labeled as regions A and B in Figure  5 b exhibit no 
activity. Upon deconstruction of the cell it was found that the 
intermediate lithium metal foil stops before reaching the end 
of the Li  x  MnO 2  layer which would explain the inactive regions 
(areas of low strain in Figure  5 b, labeled A and B) at the inner and 
outer ends of the Li  x  MnO 2  layer. At region C in Figure  5 b, lithia-
tion is seen to occur on one side of the Li  x  MnO 2  layer only. The 
one-sided activity around this region indicates that the lithium 
metal foil extends further on the outside of the electrode layer 
than on the inside. The area surrounding region D in Figure  5 b 
is where the current collecting tab shown in Figure  1 b,c 
travels down through the cell. The current collecting mesh and 

tab were fi ltered out of this image and are tracked separately; 
hence there is a large black region where the current collecting 
tab would otherwise be. 

 Movie S5 (Supporting Information) shows the evolution of 
volumetric strain of the  XY  slice shown in Figure  5 b where 
each frame displays the strain of consecutive correlated vol-
umes 200 s apart during discharge. Figure  6 a shows selected 
 XY  slices from the volumetric strain profi les at initial, mid, 
and end stages of discharge, and Figure  6 b shows a plot of 
the time dependent strain profi les across several of the elec-
trode layers from beginning to end of the discharge, averaged 
across a 5 voxel wide line (blue lines in Figure  6 a). The low 
correlation voxels which were previously given NaN values 
were reassigned a value of zero when plotting the graphs in 
Figure  6 b. Initially a region of high strain is observed around 
the surface and subsurface of the active Li  x  MnO 2  layer, indi-
cating a mass transport limited electrode and consequently, 
a concentration gradient of lithium across the active layer. 
The nonuniform dilation caused by the lithium concentration 
gradient across the thick electrode challenges the mechan-
ical integrity and can result in crack evolution and particle 
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 Figure 4.    Magnifi ed sections of an  XY  slice from consecutive tomograms. The red squares indicate the size of the correlation windows (but in 3D 
cubes) for feature tracking and contain a consistent grain feature (white spot), typical of one which would be tracked for displacement measurements 
during DVC.

 Figure 5.    a) 3D reconstruction of volumetric strain extracted from DVC of images 200 and 400 s into discharge, including ortho-slices in the  XY ,  YZ  and 
 XZ  planes. b) Extracted  XY  slice showing volumetric strain profi le. Labels A and B identify inactive regions at the outer and inner ends of the Li  x  MnO 2  
layer, label C highlights a region in which lithiation occurs from one side only and label D shows a dark region from which the current collecting tab 
was fi ltered.
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isolation. During the early stages of discharge, very little 
strain is observed around the inner regions of the Li  x  MnO 2  
layers. 

 As lithiation progresses deeper into the active material, the 
dilation front progresses toward the center of the electrode 
layer, and hence the strain in this region begins to increase, 
which is already evident between 400 and 600 s in Figure  6 b. As 
time progresses, the concentration inside the layers becomes 
larger but the overall strain and strain gradient reduces as 
the rate of lithiation-induced expansion and displacement of 
the Li  x  MnO 2  decreases. This results in nonuniform insertion 
stresses on the microscale. [ 13 ]  However, due to the fl exibility of 
the electrode material on the submillimeter scale, where the 
displacement of microparticles can change the porosity of the 
bulk material, [ 27 ]  the strain observed on the bulk material is not 
expected to be representative of the local strain on the active 
Li  x  MnO 2  crystallites. [ 13 ]  

 A signifi cant difference in strain is evident between both 
sides of each electrode layer, as identifi ed in the twin peaks at 
these locations in Figure  6 b. During operation lithium metal 
is consumed from both sides of the electrode and diffuses into 
both sides of the Li  x  MnO 2 ; however, the strain observed on 
the inner side of the electrode layer (right of the twin peaks in 
Figure  6 b) is generally higher than that on the outer side (left of 
the twin peaks in Figure  6 b). This is most likely an attribute of 
the positioning of the current collecting mesh in the electrode 
material. [ 37 ]  As seen in Figure  3  and more closely in Figure  4 , 
the current collecting mesh is positioned close to the inner 
edge of the Li  x  MnO 2  layer, an artifact of the manufacturing pro-
cess in which the mesh is placed on a surface and coated with 
active material. This results in the effective electrode thickness 
(and therefore resistance) being different on each side of the 
current collecting mesh. [ 38 ]  The effective electrode thickness is 
greater when the tortuous path of the lithium ions through the 
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 Figure 6.    a)  XY  slices from the 3D volume strain images corresponding to DVC of the tomographs taken at the labeled times. Movie S5 (Supporting 
Information) shows the evolution of the strain profi les for consecutive correlated volumes 200 s apart during discharge. The average strain is measured 
across the fi ve voxel wide blue lines from the outside to inside of the electrode layer (direction of arrows). b) Time series plot showing strain values 
which are averaged across fi ve voxel wide lengths, shown as blue lines in the  XY  slices from the 3D strain profi les. Distance is plotted from outside 
to inside of the battery spiral.
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porous electrode material is considered. The differing effective 
electrode thicknesses arising from the placement of the current 
collector prevent optimized utilization of electrode material. 
A large gradient in lithium concentration can cause a drop in 
the electrode potential and can result in underutilized electrode 
material by the time the cell reaches the cut-off voltage, [ 37,39 ]  
resulting in reduced cell capacity. Hence, thick electrodes can 
result in a signifi cant potential drop between the surface of 
the electrode layer and the current collector during operation, 
which highlights the importance of optimizing electrode thick-
ness for particular operating conditions. 

 In battery modeling the current density is given by the 
reaction current density at the surface of the electrode par-
ticles, which is determined by the surface lithium diffusion 
fl ux. The surface area of the outer side of the electrode layer 
is greater than the surface area of the inner side of the elec-
trode due to its larger radius of curvature. If the current den-
sity is assumed to be uniform on both sides of the current 
collecting mesh, then with the increased surface area on the 
outer side of the Li  x  MnO 2  material it is expected that the local 
current density and hence activity would be lower, which is 
consistent with a lower strain on the outside of the Li  x  MnO 2  
layers in Figure  6 b. 

 On the outer end of the Li  x  MnO 2  layer the one-sided activity 
in  Figure    7  a indicates that the lithium foil ends at different 
points between the outside and inside of the Li  x  MnO 2 . At this 
location, lithium diffuses into the Li  x  MnO 2  in one direction 
only, radially inward. The progression of lithiation can be seen 
from the strain front traveling through the electrode material 
during operation, as shown in Figure  7 a. Figure  7 b shows a plot 
of the strain across a labeled region of interest calculated from 
consecutive correlated volumes during discharge. Between 
0 and 600 s during discharge, the strain profi le shows an 
increasing strain around the subsurface region of the electrode 
as lithium inserts into the Li  x  MnO 2  from the outer surface. As 
the lithiation progresses, the strain front travels deeper into the 
active material. The observed strain decreases near the end of 
discharge as the Li  x  MnO 2  becomes increasingly concentrated 
with lithium and the rate of lithiation (and particle dilation) 
slows down. The traveling strain front is indicative of the pro-
gressing lithium concentration distribution within the electrode 
during discharge, which emphasizes the potential for DVC as a 
model validation technique for evolving lithium concentration 
in active materials during operation. [ 39 ]    

  3.3.     Mechanical Infl uence of Active Materials 

 The measurements above have demonstrated that the evolving 
Li  x  MnO 2  architecture displaces the rigid current collecting 
mesh which detaches from the electrode material. This leads to 
increased contact resistance between the electrode and current 
collector which can signifi cantly affect the performance of the 
cell [ 14 ]  and cause capacity loss due to electrical isolation. [ 40 ]  In 
Movie S1 (Supporting Information), the Li  x  MnO 2  electrode is 
seen to expand against the shell of the casing on one side only 
(bottom of Movie S1, Supporting Information); consequently, 
the spiral wound layers shift toward the vacant side of the cell. 
The shift of the current collecting mesh was quantifi ed by using 

a point tracking method developed by Bay et al. [ 24 ]  whereby sub-
volumes containing consistent textures are tracked between 
subsequent images through correlation methods. Subvolumes 
of the current collecting mesh of 40 × 40 × 80 voxels in size 
( Figure    8  a) were extracted from 176 manually selected points 
on three layers along the current collecting mesh (Figure  8 b,c). 
These subvolumes were tracked between images associated 
with the charged and discharged state of the battery. The dis-
placement of the current collecting mesh resulting from the 
electrode expansion is quantifi ed and the displacement vector 
plots are shown in Figure  8 d. Most of the displacement occurs 
in the  XY  plane, whereas very little displacement is observed 
in the vertical  Z  direction. Figure  8 e shows the point displace-
ments in the  XY  plane where displacements up to 0.8 mm 
are observed. As seen in Movie S1 (Supporting Information), 
the spiral wound layers are only in contact with one side of the 
casing; as the electrode expands during lithiation the contents 
of the cell are pushed in the opposite direction, as shown in 
Figure  8 e. The breakage of the Li  x  MnO 2  electrode material 
resulting from displacement of the current collector can cause 
electrically isolated electrode sections as a result of loss of direct 
electrical contact with the current collector. [ 10 ]  Suffi cient com-
pression is necessary to hold the electrode together and help 
mitigate loss of contact with the current collector. However, as 
observed in this cell, the electrode layers are mostly unconfi ned 
allowing the active material to freely expand and unravel, which 
is detrimental to the structural integrity of the active layers.    

  4.     Conclusions 

 DVC software has been applied to high speed operando X-ray 
CT of commercial primary lithium batteries during discharge. 
By quantifying the movement of discrete sections of the elec-
trode material between sequential images during discharge, a 
spatial and temporal map of material activity and strain profi les 
was generated. The progression of the lithiation front has been 
tracked by measuring the local displacement of electrode mate-
rial during dilation for the fi rst time which has provided valu-
able insights into the transient structural mechanics that take 
place within commercial cells during operation. For example, 
relatively inactive regions were identifi ed and large concentra-
tion gradients within the electrode layers could be deduced 
from the evolving strain patterns, giving the capability to pin-
point ineffi ciencies and identify means through which the per-
formance of the cell could be improved. 

 Although this cell is a primary cell, this novel diagnostic 
approach has provided a means of identifying numerous 
sources of performance loss, which may also be applied to 
rechargeable cells. The placement of the current collecting 
mesh to one side of a thick electrode during manufacturing has 
resulted in a signifi cant variation in Li +  transport and dilation 
between sides of the electrode layer causing an uneven distri-
bution of activity and strain. The cell was identifi ed as being 
limited by Li +  transport since throughout the discharge the 
material dilation progressed from the surface of the electrode 
toward the current collector. This technique could also provide 
empirical evidence for whether optimum electrode thickness 
is achieved for particular operating conditions and assess the 
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tension and compression effects associated with thick spiral 
wound electrodes. 

 This DVC approach also provides valuable information for 
multiphysics modeling of operating lithium batteries by pro-
viding real-time, structural, and strain information in 3D. As 
demonstrated here, the interaction between evolving mate-
rials and their environment is imperative to accurately predict 
the performance of a particular cell design during operation, 
as crack formation and delamination can have a signifi cant 
impact on the rate of aging and degradation of cells. Internal 
mechanics of a cell can also be elucidated and used to deter-
mine the tendency of a cell to incur capacity loss via breakage 

and isolation of electrode material. The extent of expansion, 
cracking, and delamination observed during discharge of the 
cell affects the local ionic diffusivity and electrical conductivity 
of the material. 

 To date, very few experimental studies have quantitatively 
captured the temporal local activity of electrode material within 
lithium batteries; in this work, the combination of the high-
resolution, high-speed imaging capabilities of synchrotrons, 
and image correlation techniques, has been demonstrated as a 
powerful tool for identifying local strain, material displacement, 
and degradation within an operating cell. This approach could 
also be applied on the microscale to extract 4D strain profi les 

 Figure 7.    a) Enlarged views of a region of interest at different states of charge, where lithiation occurs on one side only (outside to inside). The progres-
sion of lithium into the Li  x  MnO 2  is observed by the strain front propagating through the material during discharge, as seen in the regions highlighted 
by the gray boxes. The evolution of this process can be seen in Movie S5 (Supporting Information). b) Averaged strain in the vertical direction of the 
boxed regions of interest showing the evolution of strain across the Li  x  MnO 2  layer during one-sided lithiation. The blue arrows indicate the direction 
of measurement.
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of individual electrode particles and be used as a tool for strain 
model validation. Information about local lithiation could be 
extracted from the correlation volumes by observing the material 
displacement fronts. The elucidation of the evolving active mate-
rials and their interaction with commercial mechanical designs is 
expected to guide the optimization of material use and commer-
cial cell designs.  
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 Supporting Information is available from the Wiley Online Library or 
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