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	Abstract:
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	Abstract:
	This symposium dealt primarily with one important aspect of wood quality, namely specific gravity as determined in standing timber by the increment core sampling method. It covered the status of research in this area, the importance of the work, present and potential uses for wood density data, and the need...
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	Abstract:
	This report is one of a series issued in cooperation with the Air Force-Navy-Civil Committee on Aircraft Design Criteria under the supervision of the Aircraft Committee of the Munitions Board. Information reviewed and reaffirmed May 1953, June 1959, and 1965. Date of original report November 17, 1944.
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	Technical Report



    

  




  
    
    
      

  
      
        30. 
      
    Distribution of strength values in wood for aircraft construction
  


  




	Creator:
	Forest Products Laboratory (U.S.), Drow, John T., Clark, M. E., and Wilson, T. R. C. (Thomas Randall Carson), 1884-
	Abstract:
	Information reviewed and reaffirmed, 1965.
	Resource Type:
	Technical Report



    

  




  
    
    
      

  
      
        31. 
      
    Factors affecting the strength of papreg : Some strength properties at elevated and subnormal temperatures
  


  




	Creator:
	Forest Products Laboratory (U.S.), Meyer, H. R., and Erickson, E. C. O.
	Abstract:
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	Technical Report
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	Kimball, Kenneth Edmund and Forest Products Laboratory (U.S.)
	Abstract:
	This report presents the results of tests made to determine the effect of different types of configurations and notches on the tensile strength and fatigue strength of a typical epoxy laminate. Tension tests were first made of 13 groups of specimens having different forms. Based on the results of the...
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	Technical Report



    

  




  
    
    
      

  
      
        42. 
      
    Semichemical pulping characteristics of pacific coast red alder, douglas-fir, western redcedar, and western hemlock
  


  




	Creator:
	Keller, Eugene L., Martin, J. Stanley, Kingsbury, Ralph M., and Forest Products Laboratory (U.S.)
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	Resource Type:
	Technical Report
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	Resource Type:
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	Resource Type:
	Technical Report
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